
 
Report No.  : EFSN24010277-C-0102 

Date  : 18-Jan-2024 
Page : 1 of 5 

 

 

Tel.: +86 755 8358 5700·Fax: +86 755 8358 5701·Email: Info.HK@cpt.eurofinscn.com·Website: www.eurofins.com / www.pt.eurofins.com 

Eurofins Testing Technology (Shenzhen) Co., Ltd. 
4/F., Building 3, Building 2, Runheng Electronic Park, Liuxian 2nd Road, Xin'an Street, Bao’an District, Shenzhen, Guangdong, China 

TEST REPORT 
   
APPLICANT : WUHAN PAKCARE BIO-TECHNOLOGY CO., LTD. 

ADDRESS : NO. 28-1, LINKONG NORTH ROAD, HENGDIAN STREET, 

HUANGPI DISTRICT, WUHAN CITY, 430301 HUBEI, P.R. 

CHINA 

TESTED SAMPLE DESCRIPTION : HOT COLD PACK 

TESTED ITEM NO. : SDWH-M202400391-1 

MANUFACTURER : WUHAN PAKCARE BIO-TECHNOLOGY CO., LTD. 

COUNTRY OF ORING : CHINA 

AGE REQUESTED ON APPLICATION FORM : NOT PRESENT 

SAMPLE RECEIVED DATE : 04-Jan-2024 

TEST PERIOD : 05-Jan-2024 to 09-Jan-2024 

The following test item(s) was/were performed on submitted sample(s) and/or component(s) confirmed by applicant 

 
TEST REQUESTED RESULT 

Total Lead Content according to US Consumer Product Safety Improvement Act 
2008 (CPSIA) 

PASS 

US 16 CFR Part 1307 for Prohibition of Children's Toys and Child Care Articles 
Containing Specified Phthalates 

PASS 

 
The above sample(s) and sample information was/were submitted and identified on behalf of the applicant. Eurofins will not be liable for the authenticity of 
the information. This test report is valid for the tested sample only. Without permission of the test center this test report is not permitted to be duplicated in 
extracts. 
Unless otherwise required by the applicant or method/regulation, decision rule in this report did not consider the measurement uncertainty. 
 
 

************ FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ************* 
 
SIGNED FOR AND ON BEHALF OF  
EUROFINS TESTING TECHNOLOGY (SHENZHEN) CO., LTD. 
 
 

 

 

 

    
Coco Luo 

Senior Lab Manager 
  Harry Chen 

 Senior R&D Manager 
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TESTED SAMPLE PHOTO(S) 

 

 
A 
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***TO BE CONTINUED*** 
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COMPONENT LIST 
 

A Hot clod pack 
 
 

Component 
No. 

Component  Material Color Sample No. 

1 Hot cold pack Soft plastic/coating Transparent/white A 

2 Heart-shaped pack Textile/plastic/coating White/black A 

3 Heart-shaped pack Textile/plastic/coating 
Red/pale 
red/white 

A 

4 Velcro Textile/plastic White A 

5 Sewn-in label Textile/coating White/black A 

6 Core of elastic (Blinder) Plastic White A 
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***TO BE CONTINUED*** 
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Eurofins Testing Technology (Shenzhen) Co., Ltd. 
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Total Lead Content(CPSIA) - Substrate 
 
Test Request: Total Lead Content according to US Consumer Product Safety Improvement Act 2008 

(CPSIA) 
  

Test Method: CPSC-CH-E1002-08.3  
The sample was digested with acid. Then the lead content was determined by 
Inductively Coupled Plasma Optical Emission Spectrometry (ICP-OES). 

 

 

Remark:  
- MDL = Method Detection Limit 
- 1 mg/kg = 1 ppm = 0.0001% 
- ND = Not Detected 
 
  

Test Item(s) Unit Limit MDL 
Result 

1+2+3 4+5+6 

Lead (Pb) mg/kg 100 10 ND ND 
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TEST RESULT 

***END OF THE REPORT*** 
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Phthalates Content (US 16 CFR Part 1307) 
 
Test Request: US 16 CFR Part 1307 for Prohibition of Children's Toys and Child Care Articles Containing 

Specified Phthalates 
  

Test Method: CPSC-CH-C1001-09.4 
 

 
Remarks: 
- MDL = Method Detection Limit 
- 1 mg/kg = 1 ppm = 0.0001% 
- ND = Not Detected 
 
 
Other Information / Remark: 
In case of any divergence of interpretation, the Chinese version of test report (EFSN24010277-C-0101) shall 
prevail. 
 

Test Item(s) CAS No. Unit Limit MDL 
Result 

1+2+3 4+6 

Dibutylphthalate (DBP) 84-74-2 % 0.1 0.005 ND ND 

Benzylbutylphthalate 85-68-7 % 0.1 0.005 ND ND 

Diethylhexylphthalate 
(DEHP) 

117-81-7 % 0.1 0.005 ND ND 

Di-isobutyl phthalate 
(DiBP) 

84-69-5 % 0.1 0.005 ND ND 

Dicyclohexyl 
phthalate(DCHP) 

84-61-7 % 0.1 0.005 ND ND 

Di-n-pentyl phthalate 
(DPENP) 

131-18-0 % 0.1 0.005 ND ND 

Phthalic acid, bis-hexyl 
ester (DnHP) 

84-75-3 % 0.1 0.005 ND ND 

Diisononylphthalate 
(DINP) 

28553-12-0 % 0.1 0.005 ND ND 
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